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Gegenstand der Priifung:
Test lfem:

Light Emitting Diode

Bezeichnung: Light Emitting Diode MvpLED

ldentification:

Anlieferungszustand: apparent good Eingangsdatum: 30.03.20092
Delivery condition: Date of Receipt:

Priifort:
Testing focation:

Mankang Branch, Taipei

Priifgrundlage:
Test specification:

Directive 2002/95/EC last amended by 2008/385/EC : Restriction of the Use of
Certain Hazardous Substances (RoHS):

Total Content of Lead, Cadmium, Mercury, Chromium VI,

Polybrominated Biphenyls, Polybrominated Diphery Ethers

Priifergebnis:
Test result:

Pass - based on the randomly performed spot-tests as shown in this report, the
submitted sample does comply with the requirements of the above mentioned
directives.

geprift! ftested by:

kontrolliert! checked by:

J-J. i e
_L-vxﬂ. m./@—uh W ff/ /;;

10.04.2008 Jane Wei

10.04.2009 Mike Lee

{Reviewer /Reviewer
Datum Mame Unterschrift Datum Mame Unterschrift
Data MNama Signatine Date Mame Signature
Sonstiges/ Other Aspects;
Test period: 31.03.2008 — 10.04.2009
Abkfrzungan: ok /P = entsprichi Friffgrundiage Abbreviations: ok /P = pasged
fail/F = entspricht nicht Priifgrundiage fail/F = failed
na. /W= micht anwendbar na./N = notapplicable

Dieser Priifbericht bezieht sich nur auf das o.q. Priifmuster und darf ohne Genehmigung der Priifstelle nicht
auszugsweise vervielfiltigt werden. Dieser Bericht berechtigt nicht zur Verwendung eines Priifzeichens.

This test report relates to the & m. test sample. Without permission of the fest center this test report is not permitted to be
duplicated in exfracts. This fest report does nof entifle to carry any safefy mark on this or simifar products.
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i A TUVRheinland®

Test Report No. ©o113114211-02 10.04.2009
Customer : SemiLEDs Corporation
Test Method : Cd, Pb, Hg, Cr V|, PBB/PBDE - determination with refernce to IEC 62321 Ed. 1.0
Sample Light Emitting Diode Limit according to
— ; ME‘;EEEED Directive
NG, TCLOS0330-22R 2002/95/EC :RoHS
Test ltem Unit LoD Result Limit
Cadrmiurn {Cd) myafkg 2 r.d. 100
Lead (Pb) malkg 2 r.d. 1000
Mercury {(Hg) mgrkg 2 n.d. 1000
Hexavalent-Chromium {Cr V1) mgfkg 1 n.d. 1000
rominated
g;&nﬁeor:yfsu:%%ﬂs} b L i
Monobromaobiphenyl 10 n.d. T
Dibromobiphery| 10 n.d. =
Tribromobiphenyl 10 n.d. =
Tetrabromabipheany| 10 n.d. --
Pentabromobiphenyl mg/kg 10 n.d. -
Hexabromaobiphenyl* 10 n.d. ==
Heptabromobiphenyl™ 10 nd. -
Octabromobiphenyl* 10 n.d. o
MNonabromaobiphenyl 10 n.d. ==
Decabromobipheny! 10 n.d. =
2::1 r:rgf{ E; gg;?mmated diphenyl 10 it 1000
Monobromodiphenyl ether 10 n.d. -
Dibrormodiphenyl ether 10 n.d. o
Tribromaodiphenyl ether 10 n.d. -
Tetrabromodiphenyl ether 10 n.d. —
Pentabromodiphenyl ether mg/kg 10 n.d. -
Hexabromodiphenyl ether 10 n.d. -
Heptabromodiphenyl sther 10 n.d. -
Octabromodiphenyl ether 10 n.d. -
MNonabromodiphenyl ether 10 n.d. --
Decabromodipheny! ether 10 n.d. -

a7


















